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Pipeline and Hazardous Materials Safety Admin., DOT § 178.338–2 

loaded with the specific cryogenic liq-
uid at the design conditions of— 

(i) The specified temperature and 
pressure of the cryogenic liquid, and 

(ii) The exposure of the filled cargo 
tank to an average ambient tempera-
ture of 85 °F. 

(2) For a cargo tank used to transport 
oxygen, the insulation may not sustain 
combustion in a 99.5 percent oxygen at-
mosphere at atmospheric pressure 
when contacted with a continuously 
heated glowing platinum wire. The 
cargo tank must be marked in accord-
ance with § 178.338–18(b)(7). 

(3) Each vacuum-insulated cargo 
tank must be provided with a connec-
tion for a vacuum gauge to indicate the 
absolute pressure within the insulation 
space. 

(e) The insulation must be com-
pletely covered by a metal jacket. The 
jacket or the insulation must be so 
constructed and sealed as to prevent 
moisture from coming into contact 
with the insulation (see § 173.318(a)(3) of 
this subchapter). Minimum metal 
thicknesses are as follows: 

Type metal 

Jacket evacu-
ated 

Jacket not 
evacuated 

Gauge Inches Gauge Inches 

Stainless steel .............. 18 0 .0428 22 0.0269 
Low carbon mild steel .. 12 0 .0946 14 0.0677 
Aluminum ..................... ........... 0 .125 ........... 0.1000 

(f) An evacuated jacket must be in 
compliance with the following require-
ments: 

(1) The jacket must be designed to 
sustain a minimum critical collapsing 
pressure of 30 psig. 

(2) If the jacket also supports addi-
tional loads, such as the weight of the 
tank and lading, the combined stress, 
computed according to the formula in 
§ 178.338–3(b), may not exceed 25 percent 
of the minimum specified tensile 
strength. 

[Amdt. 178–77, 48 FR 27703, June 16, 1983, as 
amended at 49 FR 24316, June 12, 1984; Amdt. 
178–104, 59 FR 49135, Sept. 26, 1994; 66 FR 
45387, Aug. 28, 2001; 68 FR 75754, Dec. 31, 2003] 

§ 178.338–2 Material. 
(a) All material used in the construc-

tion of a tank and its appurtenances 
that may come in contact with the lad-
ing must be compatible with the lading 

to be transported. All material used for 
tank pressure parts must conform to 
the requirements in Section II of the 
ASME Code (IBR, see § 171.7 of this sub-
chapter). All material used for evacu-
ated jacket pressure parts must con-
form to the chemistry and steelmaking 
practices of one of the material speci-
fications of Section II of the ASME 
Code or the following ASTM Specifica-
tions (IBR, see § 171.7 of this sub-
chapter): A 242, A 441, A 514, A 572, A 
588, A 606, A 633, A 715, A 1008/A 1008M, 
A 1011/A 1011M. 

(b) All tie-rods, mountings, and other 
appurtenances within the jacket and 
all piping, fittings and valves must be 
of material suitable for use at the low-
est temperature to be encountered. 

(c) Impact tests are required on all 
tank materials, except materials that 
are excepted from impact testing by 
the ASME Code, and must be per-
formed using the procedure prescribed 
in Section VIII of the ASME Code. 

(d) The direction of final rolling of 
the shell material must be the circum-
ferential orientation of the tank shell. 

(e) Each tank constructed in accord-
ance with part UHT in Section VIII of 
the ASME Code must be postweld heat 
treated as a unit after completion of 
all welds to the shell and heads. Other 
tanks must be postweld heat treated as 
required in Section VIII of the ASME 
Code. For all tanks the method must 
be as prescribed in the ASME Code. 
Welded attachments to pads may be 
made after postweld heat treatment. 

(f) The fabricator shall record the 
heat and slab numbers and the certified 
Charpy impact values of each plate 
used in the tank on a sketch showing 
the location of each plate in the shell 
and heads of the tank. A copy of the 
sketch must be provided to the owner 
of the cargo tank and a copy must be 
retained by the fabricator for at least 
five years and made available, upon re-
quest, to any duly identified represent-
ative of the Department. 

(Approved by the Office of Management and 
Budget under control number 2137–0017) 

[Amdt. 178–77, 48 FR 27703 and 27713, June 16, 
1983, as amended at 49 FR 24316, June 12, 1984; 
68 FR 19281, Apr. 18, 2003; 68 FR 75754, Dec. 31, 
2003; 70 FR 34076, June 13, 2005] 
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